
MG It is used in the Glass industry, in the animal feed, and in the 

manufacture of building materials. 
CHEMICAL ANALYSIS 

Compound Formula Consent 
calcium carbonate Caco3 99.5% 

calcium oxide Cao 55.8% 
iron oxide Fe2o3 tot 0.023 

silicon dioxide Sio2 0.18 
aluminum oxide Al2o3 0.047 

magnesium oxide Mgo 0.026 
loss of ignition L.O.I 43.7 

Grain size percent whiteness 98%powder 

Over 4 mm 0 % yellowness 0.38 
less than 1.5 mm 10% Bulk density 1.4 g/cm3 

Between 2 and 3 mm 90% Hardness in mohs 3 
Under 100μ 0.5 % moisture 0.4% 

 

#Grain size 2:3 mm 

                Sieve analysis                              physical characteristics 

Calcium Carbonate Datasheet 

Egypt Mineral Ores [E.M.O.]
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Mineral processing, Egypt. 
Egypt Mineral Ores [E.M.O.] 
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